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Prime Contractor: American Bridge/Fluor Enterprises, a JV Report No: DPJ-000548
Contractor: Zhenhua Port Machinery Company, Ltd (ZPMC), Changxing Island Dated: 07-Dec-2007
Location: Changxing Island, Shanghai, China

Submittals(New / Total): CWR's:  / HSR's:  /  NCR's:  /  

Item Title Detail

1 Major component movement OBG Production:

Welding floorbeams,

Tack welding T-Stiffeners to Skin Plates.  

77m Tower Mock-up:

No welding observed.

89m Tower Mock-up:

Heat straightening skin plates.

114m Tower Mock-up:

Fitting Skin Plates to temporary diaphragm.

Deck Plate Mock-up:

Assembling bolted splice connection.

Closed-rib Weld Trial:

QA identified 48 macro etch samples from Weld Joints 3 through 10 (6 

samples each) and identified the Closed-rib with Weld Joints 1 and 2 to be 

split for observation prior to selecting the full set of macros.

2 Meetings attended Caltrans met with ABF QCM Steve Lawton at 1400 to discuss the 

closed-rib acceptance criteria.  ABF and Caltrans agreed on a method for 

measuring LOP, weld size, reinforcing fillet weld and undercut.

Inspected By: McClary,David Quality Assurance Inspector
Reviewed By: Lowry,Patrick QA Reviewer
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